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infrastructure for a connected world













Base Metal Plating
Heat-Shrink Polypropylene Copper Brass Iron Copper Tin Nickel
Polyolefn Polypropylene Cu 70% Cu 30% Zn 97.5% Cu 2.4% Zn Sn Ni
Yes Yes Yes Yes Yes Yes Yes
Yes Yes Yes Yes Yes Yes Yes
1.5 kpsi 5.9 kpsi 38 kpsi 62 kpsi 63 kpsi 2.0 kpsi 78 kpsi
0.5 kpsi 260 kpsi 17,260 kpsi 16,000 kpsi 17,000 kpsi 7,200 kpsi 32,000 kpsi
12.6 ft Ib/in 65.6 ft Ib/in 92.0 ft Ib/in 31.7 ft Ib/in 94.0 ft Ib/in 62.0 ft Ib/in 135.6 ft Ib/in
54 |b/ft® 57 Ib/ft® 556 Ib/ft? 532 Ib/ft? 554 Ib/ft? 459 Ib/ft2 556 Ib/ft?
11 Shore D 32 Shore D 3.0 Mohs 6.0 Mohs 6.1 Mohs 1.5 Mohs 4.0 Mohs
0.10% 0.02% N/A N/A N/A N/A N/A
1x10® nQ m 1x10* nQ m 16.78 nQ m 78nQm 32nQm 115nQ m 69.3nQm
500 V/Mil 580 V/Mil N/A N/A N/A N/A N/A
255°F 200°F 300°F 300°F 300°F 300°F 650°F
-60°F -60°F -60°F -60°F -60°F -60°F -60°F
0°F -60°F -60°F -60°F -60°F -60°F -60°F
HB HB N/A N/A N/A N/A N/A
N/A, Cross-Linked 410°F 1980°F 1685°F 1980°F 450°F 2650°F
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not the fnished part.







